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REPORT TRANSMITTAL 
April 20th, 2015 
 
 

To:  
  

Karen Young, P.E., CFM 
City of St. Charles 
2 E. Main Street 
St. Charles, IL 60174 
Phone: 847.247.5435 
Fax: 630.513.7442 

Re:
  

Geotechnical Engineering Services Report 

South Tyler Road Resurfacing and 
Reconstruction 
South Tyler Road 
St. Charles, Illinois 
 
Rubino Report No. G15.026 
 
 

Via email:  Kyryoung@stcharlesil.gov 

 
Dear Ms. Young, 
 
Rubino Engineering, Inc. (Rubino) is pleased to submit our Geotechnical Engineering Services 
Report for the proposed Rockland Road Improvements in St. Charles, Illinois. 
 
Report Description 
 
Enclosed is the Geotechnical Services Report including results of field and laboratory testing, as 
well as recommendations for pavement design, and general site development. 
 
Authorization and Correspondence History 
 

 PO for S Tyler Boring/Core Project dated April 13th, 2015; Authorized by Karen Young of 
the City of St. Charles. 

 
Closing 
 
Rubino appreciates the opportunity to provide geotechnical services for this project and we look 
forward to continued participation during the design and in future construction phases of this 
project.   
 
If you have questions pertaining to this report, or if Rubino may be of further service, please contact 
our office at (847) 931-1555. 
 
Respectfully submitted, 
 
RUBINO ENGINEERING, INC. 

 
 
 
Blake Sloan, EI    Michelle A. Lipinski, PE 
Staff Engineer    President 
Blake.sloan@rubinoeng.com     michelle.lipinski@rubinoeng.com  
 
MAL/file/ Enclosures 
 

Kyryoung@stcharlesil.gov
mailto:Blake.sloan@rubinoeng.com
mailto:michelle.lipinski@rubinoeng.com


Rubino Engineering, Inc.  Rubino Project No. G15.026 

 

 

SOUTH TYLER ROAD RESURFACING 

AND RECONSTRUCTION 
 

SOUTH TYLER ROAD 
 
 

ST. CHARLES, ILLINOIS 
 
 
 

RUBINO PROJECT NO. G15.026 

Geotechnical 

Services 

Report 

 
 

 
 

PREPARED BY: 

 
BLAKE SLOAN, EI 

STAFF ENGINEER 
 
 

 
 

 
 
 

 
___________________________ 

Michelle A. Lipinski, PE 
President 

IL No. 062-061241, Exp. 11/30/15 

 

PREPARED FOR: 

 
 

CITY OF ST. CHARLES 
 

2 E. MAIN STREET 
 

ST. CHARLES, ILLINOIS 
 
 
 

APRIL 20TH, 2015 

 

Pavement Cores 

Soil Sampling 

DCP 



Rubino Engineering, Inc.  Rubino Project No. G15.026 

 

 

TABLE OF CONTENTS 

 

PROJECT INFORMATION  .................................................................................................................................................. - 2 - 

PURPOSE / SCOPE OF SERVICES .............................................................................................................................................- 2 - 

DRILLING, FIELD, AND LABORATORY TEST PROCEDURES  ......................................................................... - 2 - 

SITE AND SUBSURFACE CONDITIONS ...................................................................................................................... - 2 - 

SITE LOCATION AND DESCRIPTION ......................................................................................................................................- 2 - 
SURFACE CONDITIONS............................................................................................................................................................- 2 - 
SUBSURFACE CONDITIONS.....................................................................................................................................................- 2 - 
GROUNDWATER CONDITIONS................................................................................................................................................- 2 - 
UNDOCUMENTED FILL, ORGANIC SOILS AND TOPSOIL DISCUSSION...............................................................................- 2 - 

EVALUATION AND RECOMMENDATIONS  ................................................................................................................ - 2 - 

GEOTECHNICAL SITE CONSIDERATIONS ..............................................................................................................................- 2 - 
PAVEMENT SUBGRADE PREPARATION .................................................................................................................................- 2 - 
SUBGRADE STABILITY RECOMMENDATIONS ......................................................................................................................- 2 - 
IBV BASED REMEDIAL ACTION CHART – IDOT................................................................................................................- 2 - 
SUBBASE STONE RECOMMENDATIONS ................................................................................................................................- 2 - 
ROADWAY DRAINAGE AND MAINTENANCE........................................................................................................................- 2 - 

CLOSING  ................................................................................................................................................................................... - 2 - 

 
APPENDIX A - DRILLING, FIELD, AND LABORATORY TEST PROCEDURES 

APPENDIX B - REPORT LIMITATIONS 
APPENDIX C - GENERAL NOTES 
APPENDIX D - SOIL CLASSIFICATION CHART 

APPENDIX E – SITE VICINITY MAP BORING LOCATION PLAN 
APPENDIX F – BORING LOGS 
APPENDIX G– LABORATORY TESTS 

APPENDIX H – SITE & CORE PHOTOS 
 

  



South Tyler Road Resurfacing and Reconstruction – St. Charles, Illinois Page - 1 - 
April 20th, 2015 

Rubino Engineering, Inc.  Rubino Project No. G15.026 

 

 
 
Rubino understands that the City of St. Charles is planning improvements to South Tyler Road 
in St. Charles, Illinois. The improvements are to include a combination of resurfacing and 
reconstruction. 
 

Documents received:   

 

 RFP Email from Karen Young of the City of St. Charles on April 6th, 2015. 

  “South Tyler Boring Locations” – prepared by the City of St. Charles. 

 

The geotechnical recommendations presented in this report are based on the available project 
information, location, and the subsurface materials described in this report.   
 
If any of the information on which this report is based is incorrect, please inform Rubino in writing 
so that we may amend the recommendations presented in this report (if appropriate, and if desired 
by the client).  Rubino will not be responsible for the implementation of our recommendations if we 
are not notified of changes in the project. 
 

 
 
The purpose of this study was to explore the subsurface conditions at the site in order to prepare 
geotechnical recommendations for pavement subgrade stability.   
 
Rubino’s scope of services included the following field exploration program: 
 

NUMBER OF CORES 

WITH SUBBASE 

THICKNESS 

IBV TESTING 

METHOD 
MAX DEPTH  

(FEET BEG*) 
LOCATION 

14 DCP 5 South Tyler Road 
*BEG = below existing grade 

 
Representative soil samples obtained during the field exploration program were transported to 
the laboratory for additional classification and laboratory testing.   
 
This report briefly outlines the following:  
 

 Summary of client-provided project information and report basis 

 Overview of encountered subsurface conditions 

 Overview of field and laboratory tests performed including results 

 Geotechnical recommendations pertaining to: 

 Subgrade Stability 

 Estimated IBV value at each boring location 

PROJECT INFORMATION 

Purpose / Scope of Services 
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 Construction considerations, including temporary excavation and construction control of 
water 

 

 
  
The City of St. Charles selected the number of cores and the soil sampling depths.  Rubino 
located the cores in the field by measuring distances from known fixed site features.   
 
The pavement cores were performed with a Milwaukee Drill and Diamond-bit core barrel.  
Dynamic Cone Penetrometer testing was performed in accordance with ASTM D6951 and soil 
samples were obtained from hand auger sampling to the depths indicated herein.   
 
Selected soil samples were tested in the laboratory to determine material properties for this report.  
Field and laboratory testing was accomplished in general accordance with ASTM or IL Modified 
AASHTO procedures, as applicable.  The following items are further described in the Appendix 
of this report. 
 

 Dynamic Cone Penetrometer (DCP) Testing ASTM D6951 

 Laboratory Determination of Water (Moisture) Content of Soil by Mass ASTM D2216 

 Atterberg Limits ASTM D4318 
 
The results of the laboratory tests can be found on the accompanying boring logs or on 
subsequent pages located in the Appendix. 
 
 

 
 

 
 
The general site location of exploration included South Tyler Road from East Tyler Road to 
Walnut Hill Avenue in St. Charles, Illinois.   

Rockland Road from East Tyler Road to Walnut Hill Avenue: 

o Northern Project Limit Latitude / Longitude (Eat Tyler Road): 41° 54’ 28.53”N / 88° 17’ 15.90”W 

o Southern Project Limit Latitude / Longitude (Walnut Hill Avenue): 41° 53’ 59.02”N / 88° 17’ 13.00”W 

 
The soil borings were taken within existing paved areas and the maps below show the general 
site locations: 
 

DRILLING, FIELD, AND LABORATORY TEST PROCEDURES 

SITE AND SUBSURFACE CONDITIONS 

Site Location and Description 
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The cores were performed within the existing pavement and the surface conditions generally 
consisted of the following: 
 

Core # 1  

(South Tyler Road; 

SBL) 

Core # 2  

(South Tyler Road; 

SBL) 

Core # 3  

(South Tyler Road; SBL) 

Total Thickness = 11 ½ 

inches 

  HMA Surface1 = 2 ½ in. 

  Concrete = 9 in. 

No Subbase Stone Observed 

  

Total Thickness = 11 
inches 

  HMA Surface1 = 1 ½ in. 

  HMA Binder1 = 1 ½ in. 

  Concrete = 8 in. 

No Subbase Stone Observed 

  

Total Thickness = 12 
inches 

  HMA Surface1 = 1 ½ in. 

  HMA Binder1 = 1 ½ in. 

  Concrete = 9 in. 

No Subbase Stone Observed 

 

Surface Conditions 
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Core # 4  

(South Tyler Road; 
SBL) 

Core # 5  

(South Tyler Road; 
SBL) 

Core # 6  

(South Tyler Road; SBL) 

Total Thickness = 11 ½ 
inches 

  HMA Surface1 = 2 ½ in. 

  Concrete = 9 in. 

No Subbase Stone Observed 

  

Total Thickness = 11 ¼ 
inches 

  HMA Surface1 = 3 ½ in. 

  HMA Binder1 = 3 ¾ in. 

  Concrete = 4 in. 

No Subbase Stone Observed 

  

Total Thickness = 10 
inches 

  HMA Surface1 = 2 in. 

  HMA Binder1 = 4 in. 

  Concrete = 4 in. 

Subbase Stone = 4 inches 

 

Core # 7  

(South Tyler Road; 

SBL) 

Core # 8  

(South Tyler Road; 

NBL) 

Core # 9  

(South Tyler Road; 

NBL) 

Total Thickness = 16 ¼ 
inches 

  HMA Surface1 = 2 ½ in. 

  HMA Binder1 = 3 ¾ in. 

  Concrete = 10 in. 

Subbase Stone = 10 inches 

  

Total Thickness = 7 
inches 

  HMA Surface1 = 2 in. 

  HMA Binder1 = 2 in. 
Petromat 

  HMA Binder2 = 3 in. 

Subbase Stone = 9 inches 

  

Total Thickness = 7 
inches 

  HMA Surface1 = 2 in. 

  HMA Binder1 = 5 in. 

Subbase Stone = 4 inches 

 

Core # 10  

(South Tyler Road; 

NBL) 

Core # 11  

(South Tyler Road; 

NBL) 

Core # 12  

(South Tyler Road; 

NBL) 

Total Thickness = 7 
inches 

  HMA Surface1 = 1 ½ in. 

  HMA Binder1 = 2 in. 
Petromat 

  HMA Binder2 = 3 ½ in. 

Subbase Stone = 4 ¼ inches 

  

Total Thickness = 4 ½ 
inches 

  HMA Surface1 = 3 in. 

  HMA Binder1 = 1 ½ in. 

Subbase Stone = 10 ½ + inches 

  

Total Thickness = 3 ½ 
inches 

  HMA Surface1 = 2 in. 

  HMA Binder1 = 1 ½ in. 

Subbase Stone = 16 ½ inches 
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Core # 13  

(South Tyler Road; 
NBL) 

Core # 14  

(South Tyler Road; 
NBL) 

Total Thickness = 12 
inches 

  HMA Surface1 = 2 ½ in. 

  Concrete = 9 ½ in. 

No Subbase Stone Observed 

  

Total Thickness = 11 
inches 

  HMA Surface1 = 2 ½ in. 

  Concrete = 8 ½ in. 

No Subbase Stone Observed 

  
 
Please see the Appendix for field and core photos. The above referenced thicknesses and 
gradations are considered approximate and based on visual classifications. Pavement and sub-
base type and thickness may vary between core locations.   
 

 
 
Beneath the existing surficial pavement, subsurface conditions generally consisted of 
undocumented fill, brown, medium stiff to stiff silty clay soils.   

 The Undocumented fill soils were cohesive and generally had a medium stiff to stiff 

consistency. 

 The native silty clay soils were generally medium stiff to stiff in consistency. 

 
Field and laboratory test results are summarized in the following table: 
 

DEPTH 

RANGE (FT) 
SOIL DESCRIPTION 

DCP VALUES 

(BLOWS PER 6 IN.) 
MOISTURE 

CONTENT (%) 
ATTERBERG LIMITS 

LL / PL % 

¾ - 5 
medium stiff to stiff 

silty CLAY 
3 – 12 13 - 26 23 – 45 / 14 - 19 

1¾ - 5 FILL: silty clay (B-12) 3 – 5 26 N/A 

 
The native soils were visually classified as silty clay (CL) according to the Unified Soil 
Classification System (USCS).  The above table is a general summary of subsurface conditions.  
Please refer to the boring logs for more detailed information.   
 

 
 
Groundwater was generally not observed to collect within the borings upon completion due to the 
low permeability of the encountered soils.  Depending on the time of year, there is a possibility that 
perched groundwater could be encountered during excavation.     
 

Subsurface Conditions 

Groundwater Conditions 
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It should be noted that fluctuations in the groundwater level should be anticipated throughout the 
year depending on variations in climatological conditions and other factors not apparent at the time 
the borings were performed. Additionally, discontinuous zones of perched water may exist within 
the soils.  The possibility of groundwater level fluctuation should be considered when developing 
the design and construction plans for the project.   

 

Undocumented fill was observed in some of the 
borings to depths ranging from about 1¾ to 5 feet 
below existing grade.   
 
Based on the boring information, it is anticipated that 
most of these existing undocumented clayey fill soils 
should be suitable for support of pavements unless otherwise noted in this report.  However, 
undocumented fill materials should be carefully evaluated by proof-rolling and subgrade stability 
testing (per IDOT’s Subgrade Stability Manual) at the time of construction to document the in-
place consistency of these materials to support the proposed pavement.   
 
Deleterious materials were not observed within the undocumented fill materials during the 
drilling operations.  Deleterious materials could include, but are not limited to, bricks, asphalt, 
concrete, metal, wood, or other building debris.  Although deleterious materials were not 
encountered in all the undocumented fill materials, this does not eliminate the possibility that 
deleterious materials could be present within the undocumented fill materials at other locations 
along the project. 
 
The following table outlines areas where undocumented fill materials, topsoil and organic soils 
were encountered: 
 

LOCATION SOIL DESCRIPTION 

DEPTH 

RANGE 

(FT) 

ORGANIC 

CONTENT 

(%) 

Deborah Avenue (B-12) Undocumented Fill Material 1¾ - 5 5% 

 
 Organic soils were not observed in the borings 
during the drilling operations. There is a possibility 
that organic soils could be encountered at other 
locations on the site. 
 
Organic soils can later cause settlement or stability 
problems. If encountered during construction, 
Rubino recommends that organic soils be removed 
and replaced with a compacted and documented 
engineered fill. 
  

Undocumented fill is defined as fill that 

has been placed without being 
documented as to its placed density 
and moisture content.   

Organic soils are defined as soils 

containing greater than 10% organic 
matter, typically consisting of 
decomposed plant material 
accumulated under conditions of 
excessive moisture. Organic soils are 
dark colored in nature and may exhibit 
the odor of decaying vegetation. 

Undocumented Fill, Organic Soils and Topsoil Discussion 
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The main geotechnical design and construction considerations at this site are: 
 

 In general, the asphalt thicknesses ranged between 2¼ and 7¼ inches. 

 Concrete pavement was observed at varying thicknesses in some of the borings.   

o Subbase stone was not observed in borings along South Tyler Road. 

o Subbase stone is an important part of the pavement structure and an increase in 

subbase stone should be incorporated into the new pavement design. 

o Sub base stone should be placed as soon as possible after the subgrade passes 
proofrolling and density testing.  Rain and construction traffic can affect the 
subgrade stability.  

o The existing concrete can be pulverized in place to create a subsurface stone 

layer. 

 Subgrade soils consisted of brown silty clay with a medium stiff to stiff consistency.  See 

Subsurface Conditions section for more detailed information.   

o Based on the DCP values, the IBV ranged between 2 – 3. See Subgrade Stability 
Recommendations section for more detailed information. 

o Undocumented fill was observed within the borings at depths ranging from about 

1¾ to 5 feet below existing grade. There is a possibility that undocumented fill could 
be present at other locations along the roadway.  See Undocumented Fill, Organic 
Soils and Topsoil Discussion section for more detailed information. 

o Subgrade soils were classified as silty clay or clayey silt and based on laboratory 
testing, generally fall into the high to very high “frost susceptible” category.   

o Fine-grained soils such as silts and clays are highly susceptible to moisture 
fluctuation and can become unstable when exposed to freeze/thaw cycles, 
additional moisture such as precipitation, and construction traffic. 

o Exposed soils with moisture contents greater than 25% are more likely to fail a 
proofroll, especially when exposed to moisture or construction traffic.    

 During subgrade preparation, Rubino recommends that one of our representatives be 
onsite for typical observations and documentation of proofrolling and penetrometer 

testing of the pavement subgrade. 

 Positive drainage of the subgrade soils combined with interceptor drains and positive 
surface drainage will help the life expectancy of the new pavement section.  See the 
Roadway Drainage and Maintenance section for more detailed information.   

 
The geotechnical-related recommendations in this report are presented based on the subsurface 
conditions encountered and Rubino’s understanding of the project.  Should changes in the project 

EVALUATION AND RECOMMENDATIONS 

Geotechnical Site Considerations 
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criteria occur, a review must be made by Rubino to determine if modifications to our 
recommendations will be necessary. 
 

 
 
Prior to paving, the prepared subgrade should be proofrolled using a loaded tandem axle dump 
truck or similar type of pneumatic tired equipment with a minimum gross weight of 9 tons per single 
axle.  Localized soft areas identified should be repaired prior to paving.  Moisture content of the 
subgrade be maintained between -2% and +3% of the optimum at the time of paving.  It may 
require rework when the subgrade is either desiccated or wet. 
 
Areas of low support or soft spots should be tested with either a Static Cone Penetrometer 
(SCP) or Dynamic Cone Penetrometer (DCP).  The results of the DCP or SCP tests should be 
evaluated according to IDOT’s Subgrade Stability Manual, to determine the necessary depth of 
corrective action. 
 
Construction traffic should be minimized to prevent unnecessary disturbance of the pavement 
subgrade.  Disturbed areas, as documented in the field by Rubino, should be removed and 
replaced with properly compacted material. 
 

 
 
The recommendations located in this report are based on the data obtained at each particular 
soil boring location.  Soil subgrade stability may vary in the field between the borings and could 
be affected by the weather at the time of construction.   
 

 Exposed Subgrade soils with an IBV value of 5 or less are a candidate for 
remediation.   

 Optional remedial activities are specified for subgrade with an IBV values between 6 and 8.   

 Subgrade with a moisture content exceeding 18% and an organic content exceeding 8% 
may be a candidate for remedial action.   

 See attached IDOT IBV Based Remedial Action chart from the IDOT Subgrade Stability 
Manual for reference. 

 

Based on the above criteria, the following boring locations have been highlighted for potential 
subgrade stabilization: 

 

CORE NUMBER STREET NAME IBV VALUE 
ESTIMATED UNDERCUT 

THICKNESS 

Core – 01 South Tyler Road 2 12 - 18 

Core – 02 South Tyler Road 2 12 - 18 

Core – 03 South Tyler Road 2 12 - 18 

Pavement Subgrade Preparation 

Subgrade Stability Recommendations 
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CORE NUMBER STREET NAME IBV VALUE 
ESTIMATED UNDERCUT 

THICKNESS 

Core – 04 South Tyler Road 3 12 - 18 

Core – 05 South Tyler Road 2 12 - 18 

Core – 06 South Tyler Road 2 12 - 18 

Core – 07 South Tyler Road 2 12 - 18 

Core – 08 South Tyler Road 2 12 - 18 

Core – 09 South Tyler Road 3 12 - 18 

Core – 10 South Tyler Road 2 12 - 18 

Core – 12 South Tyler Road 2 12 - 18 

Core – 13 South Tyler Road 2 12 - 18 

Core – 14 South Tyler Road 2 12 - 18 

 
Unstable soil should be treated in accordance with Article 301.04 of the standard specifications 
and undercut guidelines in the IDOT Subgrade Stability Manual.   
 
If unsuitable soils are removed and the area is still wet or unstable, the underlying soils may be 
stabilized by “walking-in” consecutive layers of approximately 6 inches of 3-inch crushed stone 
placed on the subgrade until the voids of the 3-inch stone are filled with the soft soil.  
Construction grades may then be established using CA-6 stone, or the native soils following 
moisture conditioning.  A layer of geotextile should be placed between the 3-inch stone / clay 
mixture and an open-graded stone, if applicable.   
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Reference IDOT Subgrade Stability Manual 2005 

 
  

IBV Based Remedial Action Chart – IDOT  
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Due to the current variability of subgrade stone along the roadway, Rubino recommends that a 
more consistent subbase thickness be placed as part of the reconstruction.  Where the soil 
needs to be amended, additional stone can be placed which would increase the subbase stone 
thickness. 
 
The granular base course should be built at least 2 feet wider than the pavement on each side 
to support the tracks of the slipform paver.  This extra width is structurally beneficial for wheel 
loads applied at pavement edge.   
 
An IDOT CA-6 aggregate base rock (IDOT Specifications Handbook, Sec. 1004.1) can be used 
under the asphalt or concrete pavements.  The material should be placed and compacted as 
discussed in the Fill Materials section of this report.   
 
Rubino recommends a drainage system be designed to keep water out of the base material since 
CA-6 contains fines which could become unstable when saturated.  See the Roadway Drainage 
and Maintenance section below for more information.   
 

 
 
Fine-grained soils can be sensitive to remolding in the presence of water.  In the areas of surficial 
clays, the surface should be maintained in a graded condition to prevent standing water on the 
subgrade.  Appropriate measures may include, but are not limited to: 
 
1. Shaping/pitching the sub-grade to drain toward side drainage ditch along the roadway. 

2. Providing proper filtration for runoff waters.  Proper drainage of the roadway is mandated by 
Article 202.05 of the IDOT Standard Specifications. 

3. Rubino recommends placing CA-6 as the fill at the interface of clay and the new roadway.  If 
open-graded stone is used, a geotextile should be placed between the fine-grained soil and the 
stone.   

 
4. Rubino recommends pavements be sloped to provide rapid surface drainage.  Water allowed 

to pond on or adjacent to the pavement could saturate the subgrade and cause premature 
deterioration of pavements, and removal and replacement may be required.  

 
5. Consideration should be given to the use of an interceptor drain to collect and remove water 

collecting in the granular base.  The interceptor drains could be incorporated with the storm 
drains of other utilities located in the pavement areas. 

 
6. Periodic maintenance of the pavement should be anticipated.  This should include sealing of 

cracks and joints and by maintaining proper surface drainage to avoid ponding of water on or 
near the pavement area. 

Subbase Stone Recommendations 

Roadway Drainage and Maintenance 
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The recommendations submitted are based on the available subsurface information obtained by 
Rubino Engineering, Inc. and design details furnished by the City of St. Charles for the proposed 
project.  If there are any revisions to the plans for this project or if deviations from the subsurface 
conditions noted in this report are encountered during construction, Rubino should be notified 
immediately to determine if changes in the foundation recommendations are required.  If Rubino is 
not retained to perform these functions, we will not be responsible for the impact of those 
conditions on the project. 
 
The scope of services did not include an environmental assessment to determine the presence 
or absence of wetlands, or hazardous or toxic materials in the soil, bedrock, surface water, 
groundwater or air, on, or below or around this site.  Any statements in this report and/or on the 
boring logs regarding odors, colors, and/or unusual or suspicious items or conditions are strictly 
for informational purposes. 
 
After the plans and specifications are more complete, the geotechnical engineer should be 
retained and provided the opportunity to review the final design plans and specifications to 
check that our engineering recommendations have been properly incorporated into the design 
documents.  At this time, it may be necessary to submit supplementary recommendations.  This 
report has been prepared for the exclusive use of the City of St. Charles and their consultants 
for the specific application to the proposed South Tyler Road Resurfacing and Reconstruction in 
St. Charles, Illinois.   

CLOSING 
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APPENDIX A - DRILLING, FIELD, AND LABORATORY TEST PROCEDURES 
 

Dynamic Cone Penetrometer Testing ASTM D6951  
  
“This test method covers the measurement of the penetration rate of the Dynamic Cone Penetrometer 

with a 17.6-lb hammer through undisturbed soil or compacted materials, or both. The penetration rate 

may be related to in situ strength such as an estimated in situ CBR (California Bearing Ratio). A soil 

density may be estimated if the soil type and moisture content are known. The DCP described in this test 

method is typically used for pavement applications.” 

 

Water Level Measurements 

Water level observations were attempted during and upon completion of the drilling operation using a 100-

foot tape measure.  The depths of observed water levels in the boreholes are noted on the boring logs 

presented in the appendix of this report.  In the borings where water is unable to be observed during the field 

activities, in relatively impervious soils, the accurate determination of the groundwater elevation may not be 

possible even after several days of observation.  Seasonal variations, temperature and recent rainfall 

conditions may influence the levels of the groundwater table and volumes of water will depend on the 

permeability of the soils. 

 

Water (Moisture) Content of Soil by Mass (Laboratory) 

The water content is an important index property used in expressing the phase relationship of solids, water, 

and air in a given volume of material and can be used to correlate soil behavior with its index properties.  In 

fine grained cohesive soils, the behavior of a given soil type often depends on its natural water content.  The 

water content of a cohesive soil along with its liquid and plastic limits as determined by Atterberg Limit 

testing are used to express the soil’s relative consistency or liquidity index. 

 

Atterberg Limits (Laboratory)  

Atterberg limit testing defines the liquid limit (LL) and plastic limit (PL) states of a given soil.  These limits are 

used to determine the moisture content limits where the soil characteristics changes from behaving more 

like a fluid on the liquid limit end to where the soil behaves more like individual soil particles on the plastic 

limit end.  The liquid limit is often used to determine if a soil is a low or high plasticity soil.   

 

The plasticity index (PI) is difference between the liquid limit and the plastic limit.  The plasticity index is used 

in conjunction with the liquid limit to determine if the material will behave like a silt or clay.  The material can 

also be classified as an organic material by comparing the liquid limit of the natural material to the liquid limit 

of the sample after being oven-dried. 
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APPENDIX B - REPORT LIMITATIONS 
 
Subsurface Conditions:   
 
The subsurface description is of a generalized nature to highlight the major subsurface stratification 
features and material characteristics.  The boring logs included in the appendix should be reviewed for 
specific information at individual boring locations.  These records include soil descriptions, stratifications, 
penetration resistances, locations of the samples and laboratory test data as well as water level 
information.  The stratifications shown on the boring logs represent the conditions only at the actual 
boring locations. Variations may occur, and should be expected between boring locations.  The 
stratifications represent the approximate boundary between subsurface materials and the actual 
transition between layers may be gradual.  The samples, which were not altered by laboratory testing, 
will be retained for up to 60 days from the date of this report and then will be discarded. 
 
Geotechnical Risk:   
 
The concept of risk is an important aspect of the geotechnical evaluation.  The primary reason for this is that 
the analytical methods used to develop geotechnical recommendations do not comprise an exact science.  
The analytical tools that geotechnical engineers use are generally empirical and must be used in conjunction 
with engineering judgment and experience.  Therefore, the solutions and recommendations presented in the 
geotechnical evaluation should not be considered risk-free, and more importantly, are not a guarantee that 
the interaction between the soils and the proposed structure will perform as planned.  The engineering 
recommendations, presented in the preceding section, constitute Rubino’s professional estimate of the 
necessary measures for the proposed structure to perform according to the proposed design based on the 
information generated and reference during this evaluation, and Rubino’s experience in working with these 
conditions.   
 
Warranty:   
 
The geotechnical engineer warrants that the findings, recommendations, specifications, or professional 
advice contained herein have been made in accordance with generally accepted professional geotechnical 
engineering practices in the local area.  No other warranties are implied or expressed. 

Federal Excavation Regulations: 

 
In Federal Register, Volume 54, No. 209 (October 1989), the United States Department of Labor, 
Occupational Safety and Health Administration (OSHA) amended its "Construction Standards for 
Excavations, 29 CFR, part 1926, Subpart P".  This document was issued to better insure the safety of 
workmen entering trenches or excavations.  This federal regulation mandates that all excavations, whether 
they be utility trenches, basement excavation or footing excavations, be constructed in accordance with the 
new OSHA guidelines.  It is our understanding that these regulations are being strictly enforced and if they 
are not closely followed, the owner and the contractor could be liable for substantial penalties. 
 
The contractor is solely responsible for designing and constructing stable, temporary excavations and 
should shore, slope, or bench the sides of the excavations as required to maintain stability of both the 
excavation sides and bottom.  The contractor's "responsible person," as defined in 29 CFR Part 1926, 
should evaluate the soil exposed in the excavations as part of the contractor's safety procedures.  In no 
case should slope height, slope inclination, or excavation depth, including utility trench excavation depth, 
exceed those specified in local, state, and federal safety regulations. Rubino is providing this information 
solely as a service to our client.  Rubino is not assuming responsibility for construction site safety or the 
contractor's activities; such responsibility is not being implied and should not be inferred. 
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APPENDIX C - SOIL CLASSIFICATION GENERAL NOTES  
 
DRILLING & SAMPLING SYMBOLS: 
SS: Split Spoon - 1 3/8” I.D., 2” O.D., unless otherwise noted   PS: Piston Sample 
ST: Thin-Walled Tube - 3” O.D., Unless otherwise noted   WS: Wash Sample 
PM: Pressuremeter        HA: Hand Auger  
RB: Rock Bit        HS: Hollow Stem Auger 
DB: Diamond Bit - 4”, N, B       BS: Bulk Sample 
        
Standard “N” Penetration: Blows per foot of a 140 pound hammer falling 30 inches on a 2 inch O.D. split spoon 
sampler (SS), except where noted. 
 
WATER LEVEL MEASUREMENT SYMBOLS: 
Water levels indicated on the boring logs are the levels measured in the borings at the times indicated. In pervious 
soils, the indicated levels may reflect the location of groundwater.  In low permeability soils, the accurate determination 
of ground water levels is not possible with only short term observations. 
 
DESCRIPTIVE SOIL CLASSIFICATION: 
Soil Classification is based on the Unified Soil Classification System as defined in ASTM D-2487 and D-2488.  
Coarse Grained Soils have more than 50% of their dry weight retained on a #200 sieve; they are described as: 
boulders, cobbles, gravel or sand.  Fine Grained Soils have less than  50% of their dry weight retained on a #200 
sieve; they are described as: clays, if they are plastic, and silts if they are slightly plastic or non-plastic.  Major 
constituents may be added as modifiers and minor constituents may be added according to the relative proportions 
based on grain size.  In addition to gradation, coarse grained soils are defined on the basis of their relative in-place 
density and fine grained soils on the basis of their consistency.  Example:  Lean clay with sand, trace gravel, stiff 
(CL); silty sand, trace gravel, medium dense (SM). 
  

CONSISTENCY OF FINE-GRAINED SOILS:  
RELATIVE DENSITY OF COARSE-GRAINED 

SOILS 

             
Unconfined Compressive 

Strength, Qu (tsf) 
 N-Blows/ft. Consistency  N-Blows/ft. Relative Density 

            

 < 0.25  < 2   Very Soft  0 - 4 Very Loose 

0.25 - 0.5  2 - 4 Soft  4 - 10 Loose 

0.5 - 1  4 - 8 Medium Stiff  10 - 30 Medium Dense 

1 - 2  8 - 15 Stiff  30 - 50 Dense 

2 - 4  15 - 30 Very Stiff  50 +  Very Dense 

4 - 8  30 +  Hard      
             

RELATIVE PROPORTIONS OF SAND & GRAVEL GRAIN SIZE TERMINOLOGY 

Descriptive Term  % of Dry Weight  Major Component         Size Range 

    Boulders Over 12 in. (300mm) 

Trace   < 15  Cobbles 12 in. To 3 in. 

With  15 - 29      (300mm to 75mm) 

Modifier   > 30  Gravel 3 in. To #4 sieve 

            (75mm to 4.75mm) 

RELATIVE PROPORTIONS OF FINES Sand #4 to #200 sieve 

Descriptive Term  % of Dry Weight      (4.75mm to 0.75mm) 

Trace   < 5       
With  5 - 12       

Modifier   > 12       

*Descriptive Terms apply to components also present in sample 
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APPENDIX D - SOIL CLASSIFICATION GENERAL NOTES  
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APPENDIX E – SITE VICINITY MAP & BORING LOCATION PLAN 
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APPENDIX F – BORING LOGS 
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Approximately 2 ¼ inches of ASPHALT
Approximately 9 inches of weathered
CONCRETE or possible pozzolanic material

Brown silty CLAY, trace sand and gravel;
Medium stiff to stiff

End of hand auger at approximately 5 feet.
No free ground water observed during hand
auger operation.
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Approximately 3 inches of ASPHALT

Approximately 8 inches of weathered
CONCRETE or possible pozzolanic material

Brown silty CLAY, trace sand and gravel;
Medium stiff to stiff

End of hand auger at approximately 5 feet.
No free ground water observed during hand
auger operation.
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Approximately 3 inches of ASPHALT

Approximately 9 inches of weathered
CONCRETE or possible pozzolanic material

Brown silty CLAY, trace sand and gravel;
Medium stiff

End of hand auger at approximately 5 feet.
No free ground water observed during hand
auger operation.
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Approximately 2½ inches of ASPHALT

Approximately 9 inches of weathered
CONCRETE or possible pozzolanic material

Brown silty CLAY, trace sand and gravel;
Medium stiff to stiff

End of hand auger at approximately 5 feet.
No free ground water observed during hand
auger operation.
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Approximately 7¼ inches of ASPHALT

Approximately 4 inches of weathered
CONCRETE or possible pozzolanic material
Brown silty CLAY, trace sand and gravel;
Medium stiff to stiff

End of hand auger at approximately 5 feet.
No free ground water observed during hand
auger operation.
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Approximately 6 inches of ASPHALT

Approximately 4 inches of weathered
CONCRETE or possible pozzolanic material
Brown silty CLAY, trace sand and gravel;
Medium stiff to stiff

End of hand auger at approximately 5 feet.
No free ground water observed during hand
auger operation.
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Approximately 6 inches of ASPHALT

Approximately 10 inches of weathered
CONCRETE or possible pozzolanic material

Brown silty CLAY, trace sand and gravel;
Medium stiff to stiff

End of hand auger at approximately 5 feet.
No free ground water observed during hand
auger operation.
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Approximately 7 inches of ASPHALT

Approximately 9 inches of GRAVEL BASE

Brown silty CLAY, trace sand and gravel;
Medium stiff to stiff

End of hand auger at approximately 5 feet.
No free ground water observed during hand
auger operation.
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CL

Approximately 7 inches of ASPHALT

Approximately 4 inches of GRAVEL BASE

Brown silty CLAY, trace sand and gravel;
Medium stiff to stiff

End of hand auger at approximately 5 feet.
No free ground water observed during hand
auger operation.
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CL

Approximately 6¾ inches of ASPHALT

Approximately 4 inches of GRAVEL BASE

Brown silty CLAY, trace sand and gravel;
Medium stiff to stiff

End of hand auger at approximately 5 feet.
No free ground water observed during hand
auger operation.
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Approximately 4½ inches of ASPHALT

Approximately 19½ inches of GRAVEL BASE

No recovery.
End of boring at 2 feet.
Subbase soils could not be tested with DCP
due to thickness of gravel base.
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FILL

Approximately 3½ inches of ASPHALT

Approximately 16½ inches of GRAVEL BASE

FILL: black, brown and black silty clay, trace
sand and gravel

End of hand auger at approximately 5 feet.
No free ground water observed during hand
auger operation.
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CL

Approximately 2½ inches of ASPHALT

Approximately 9½ inches of weathered
CONCRETE or possible pozzolanic material

Brown silty CLAY, trace sand and gravel;
Medium stiff to stiff

End of hand auger at approximately 5 feet.
No free ground water observed during hand
auger operation.
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CL

Approximately 2½ inches of ASPHALT

Approximately 8½ inches of weathered
CONCRETE or possible pozzolanic material

Brown silty CLAY, trace sand and gravel;
Medium stiff to stiff

End of hand auger at approximately 5 feet.
No free ground water observed during hand
auger operation.
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APPENDIX G – LABORATORY RESULTS 



Boring # B-01 @ 3' B-03 @ 3' B-05 @ 3' B-07 @ 3' B-09 @ 3' B-13 @ 3' Project:
LL 23 45 36 28 33 31 Location:
PL 14 19 17 16 18 16 Client:
PI 9 26 19 12 15 15 Project #: G15.026

Report of Atterberg Limits Test (ASTM D4318 / AASHTO T89 / AASHTO T90)   
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ASTM D4972‐01
Standard Test Method for pH of Soils

Project Number: Date:
Project Name: Performed by:

Client Name:
City, State: Client Address:

Method Used: Method A pH Meter Mfgr:
Calcium Chloride Solution (0.01M) Model #

Location Depth (ft) Mass of Soil (g)
pH in Calcium 

Chloride 
Solution 

pH in Distilled 
Water

B‐01 0 ‐ 5 feet 10 6.6 7.7

B‐02 0 ‐ 5 feet 10 6.4 6.7

B‐03 0 ‐ 5 feet 10 6.3 6.5

B‐04 0 ‐ 5 feet 10 6.3 6.9

B‐05 0 ‐ 5 feet 10 6.3 6.9

B‐06 0 ‐ 5 feet 10 6.4 6.9

B‐07 0 ‐ 5 feet 10 6.4 7.3

B‐08 0 ‐ 5 feet 10 6.4 7.0

B‐09 0 ‐ 5 feet 10 6.4 6.9

B‐10 0 ‐ 5 feet 10 6.5 6.7

B‐11 0 ‐ 5 feet n/a n/a n/a

B‐12 0 ‐ 5 feet 10 6.3 6.9

B‐13 0 ‐ 5 feet 10 6.4 7.2

B‐14 0 ‐ 5 feet 10 7.0 7.3

St. Charles, Illinois 2 E. Main Street.

G15.026 20‐Apr‐15

South Tyler Road Resurfacing 

and Reconstruction

Nate White

City of St. Charles 

Grab Sample

St. Charles, IL 60174

Eutech and Oakton Instruments

EcoTestr pH 2

Sample Type

Grab Sample

Grab Sample

Grab Sample

Grab Sample

Grab Sample

Grab Sample

Grab Sample

Grab Sample

Grab Sample

No sample

Grab Sample

Grab Sample

Grab Sample

Rubino Engineering, Inc. ● 665 Tollgate Rd. ● Unit H ● Elgin, IL 60123 ● (847) 931‐1555 ● (847) 931‐1560 fax
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APPENDIX H – SITE & CORE PHOTOS 
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